Client:

' Ac m e I—a bS Acme Analytical Laboratories (Vancouver) Ltd. Submitted By:

1020 Cordova St. East Vancouver BC V6A 4A3 Canada Receiving Lab:  Canada-Vancouver
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CERTIFICATE OF ANALYSIS , VAN12000112.1

Project: Cl Celje Method Number of  Code Description Test Report Lab

Shipment ID: Code Samples Wat (g) Status

P.O. Number Soil Pulverize 4 Soil Pulverize VAN

Number of Samples: 4 1D01 3 1:1:1 Aqua Regia digestion ICP-ES analysis 0.5 Completed VAN
1E 3 4 Acid digestion ICP-ES analysis 0.25 Completed VAN

STOR-PLP Store After 90 days Invoice for Storage

Acme does not accept responsibility for samples left at the laboratory after 90
days without prior written instructions for sample storage or return.

Invoice To:

cC: ~ CLARENCE LEONG
GENERAL MANAGER

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
All results are considered the confidential property of the client. Acme assumes the liabilities for actual cost of analysis only. Results apply to samples as submitted.
“** asterisk indicates that an analytical result could not be provided due to unusually high levels of interference from other elements.
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Method | WGHT 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 10}

Analyte Wgt Mo Cu Pb Zn Ag Ni Co Mn Fe As Au Th Sr cd sb Bi v Ca P

Unit kg ppm ppm ppm ppm  ppm  ppm  ppm  ppm % ppmM ppm  ppm  ppm  ppm  ppm  ppm  ppm % %l

MDL 0 1 1 3 1 0.3 1 1 2 001 2 2 2 1 0.5 3 3 1 001 0.001

1 Soil <1 8 10 48 <03 6 6 2276 4.95 <2 <2 10 184 1.0 <3 <3 488 14.12  0.004
2 Soil 1 27 47 3354 <03 30 6 650 1.42 9 <2 <2 235 3.2 <3 <3 30 9.08 0.133
3 Soil <1 24 67 287 <03 20 7 499 155 3 <2 <2 20 370 <3 <3 40 220 0.071
4 Soil 1.S. LS. 1.S. 1.S. 1.S. 1.S. LS. 1S. 1.S. LS. IS. iI5: LS. IS LS. LS. 1S. LS. 1.5,

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Sig final approval; inary reports are unsigned and should be used for reference only.
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E OF ANALYSIS VAN1200011

CERTIFICA

Method 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1E 1E 1E 1E 1
Analyte La Cr Mg Ba Ti B Al Na K w S Hg Tl Sc Ga Mo Cu Pb Zn A
Unit|  ppm  ppm %  ppm %  ppm % % %  ppm % ppmM  ppm  ppm  ppm  ppm  ppm  ppm  ppm  pp
MDL 1 1 001 1 0.001 200 o004 ood oA 2 0.05 1 5 5 5 2 2 5 2 0.
1 Soil 4 242 113 13 1.091 <20 033 010 0.01 3 >10 <1 1 20 <5 NA. NA NA NA  NA
2 Soil 5 35 2.86 279 0.018 <20 117 0.06  0.25 <2 023 1 <5 <5 <5 NA. NA NA NA NA
3 Soil 9 27 1.38 122 0.009 <20 126 002 013 <2 015 1 <5 <5 <5 NA. NA NA NA NA
4 Soil 1.S. 1.S. 1.S. 1.S. 1.S. 1.S. 1.8. 1.8. 1.8. I.S. I.S. 1.S. 1.S. 1.S. 1.S. 1.S. 1S. 1.8. 15 1.8

and final reports with this file number dated prior to the date on this certificate, Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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CERTIFICATE OF ANALYSIS VAN12000112.1

-
m

Method 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E
Analyte Ni Co Mn Fe As u Au Th Sr cd Sb Bi v Ca P La Cr Mg Ba T
Unit|  ppm  ppm  ppm % PPM  ppmM  ppm  ppmM  ppmM  ppmM  ppm  ppm  ppm % % ppm  ppm %  ppm %
MDL 2 2 5 0.01 5 20 4 2 2 0.4 5 ] 2 0.01 0.002 2 2 0.01 1 0.01
N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A

1 Soil

2 Soil N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A, N.A, N.A, N.A. N.A. N.A. N.A. N.A. N.A
3 Soil N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A
4 Soil L.S. LS. I.S. 1.S. I.S. 1.S. I.S. 1.S. 1.S. 1.S. 1.S. 1.S. 1.S. LS. I.S. I.S. 1.S. I.S. L.S. .S

This report supersedes all previous preliminary and final reporis with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1

Analyte Al Na K w Zr Sn Y Nb Be Sc
Unit % % % ppm  ppm  ppm  ppm  ppm  ppm  ppm %|
MDL 001 001 0.01 4 2 2 2 2 1 1 0.1

N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A)

1 Soil

2 Soil N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A]
3 Soil N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A)
4 Soil I.S. 1:S; 1.S. 1.S. 1.S. 1.S. 1.S. I.S. 1.8. I.S. 1.S]

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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QUALITY CONTROL REPORT
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Project

Report Date:

Page:

Method 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E
Analyte Al Na K w Zr Sn b Nb Be Sc
Unit % % % PPM  ppm  ppm  ppm  ppm  ppm  ppm Yl
MDL 0.01 0.01 0.01 4 2 2 2 2 1 1 0.1

Pulp Duplicates
REP G1 Qc N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.AJ
3 Soil N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.AJ
REP 3 Qc N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.AJ
Reference Materials
STD DSB8 Standard
STD OREAS24P Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A
STD OREAS24P Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.
STD OREAS45CA Standard
STD OREAS45C Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A
STD OREAS45C Standard N.A, N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A,
STD OREAS45CA Expected
STD DSB8 Expected
STD OREAS24P Expected 7.66 2.34 0.7 0.5 141 1.6 21.3 21 20
STD OREAS45C Expected 7.59 0.097 0.36 1.06 169.7 29 129 23.05 59.03 0.021
BLK Blank
BLK Blank N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.
BLK Blank N.A. N.A. N.A. N.A. N.A, N.A. N.A. N.A. N.A. N.A. N.A
Prep Wash
G1 Prep Blank
G1 Prep Blank N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.
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Method | WGHT 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D 1D)
Analyte Wwgt Mo Cu Pb Zn Ag Ni Co Mn Fe As Au Th Sr Cd Sb Bi v Ca P]
Unit kg ppm  ppm  ppm ppm ppm  ppm  ppm  ppm % ppm ppm  ppm  ppm  ppm  ppm  ppm  ppm % %l
MDL ] 1 1 3 1 0.3 1 1 2 0.01 2 2 2 1 0.5 3 3 1 0.01  0.001
Pulp Duplicates
REP G1 Qc
3 Soil <1 24 67 287 <0.3 20 I 499 1.55 3 <2 <2 20 37.0 <3 <3 40 220 0.071
REP 3 Qc
Reference Materials
STD DS8 Standard 13 107 112 315 1.7 40 7 638 2.49 22 4 9 67 2.3 6 <3 44 0.74 0.077]
STD OREAS24P Standard
STD OREAS24P Standard
STD OREAS45CA Standard 1 523 27 63 <0.3 268 98 950 15.05 <2 <2 9 15 <0.5 6 <3 222 0.43 0.038
STD OREAS45C Standard
STD OREAS45C Standard
STD OREAS45CA Expected 1 494 20 60 0.275 240 92 943 1569 3.8 0.043 T 15 0.1 0.13 0.19 215 0.4265 0.0385]
STD DSB8 Expected 13.44 110 123 312 1.69 38.1 7.5 615 246 26 0.107 6.89 67.7 2.38 4.8 6.67 411 0.7 0.08]
STD OREAS24P Expected
STD OREAS45C Expected
BLK Blank <1 <1 <3 <1 <0.3 <1 <1 <2 <0.01 <2 <2 <2 <1 <0.5 <3 <3 <1 <0.01 <0.001
BLK Blank
BLK Blank
Prep Wash
G1 Prep Blank <1 3 <3 41 <0.3 3 2 525 1.86 <2 4 5 55 <0.5 <3 <3 37 0.41  0.070
G1 Prep Blank

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this certificate. Signature indicates final approval; prefiminary reports are unsigned and should be used for reference only.
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Method
Analyte
Unit
MDL

Pulp Duplicates
REP G1 Qc N.A. N.A. N.A. N.A. N.A
3 Soil 9 27 1.38 122  0.009 <20 1.26 0.02 0.13 <2 0.15 1 <5 <5 <5 N.A. N.A, N.A. N.A, N.A,
REP 3 Qc N.A. N.A. N.A. N.A. N.A
Reference Materials
STD DS8 Standard 16 125 0.62 301 0.116 <20 0.93 0.09 0.42 4 017 <1 <5 <5 6
STD OREAS24P Standard N.A. N.A. N.A. N.A. N.A]
STD OREAS24P Standard N.A. N.A. N.A. N.A. N.A]
STD OREAS45CA Standard 17 765 0.14 160 0.131 <20 3.64 0.01 0.08 <2 <0.05 <1 <5 48 24
STD OREAS45C Standard N.A. N.A. N.A. N.A. N.A]
STD OREAS45C Standard N.A. N.A. N.A. N.A. N.A)
STD OREAS45CA Expected 15.9 709 0.1358 164 0.128 3.592 0.0075 0.0717 0.021 0.03 0.07
STD DSB8 Expected 14.6 115 0.6045 279  0.113 26 0.93 0.0883 0.41 3 0.1679 0.192 54 23 4.7
STD OREAS24P Expected 156 52 29 119 0.06{
STD OREAS45C Expected 2.26 620 24 83 0.28}
BLK Blank <1 <1 <0.01 <1 <0.001 <20 <0.01 <0.01 <0.01 <2 <0.05 <1 <5 <5 <5
BLK Blank N.A. N.A. N.A. N.A. N.A]
BLK Blank N.A. N.A. N.A. N.A. N.A]
Prep Wash
G1 Prep Blank 10 5 0.46 138 0.1 <20 0.79 0.07 0.45 <2 <0.05 <1 <5 <5 6
G1 Prep Blank N.A. N.A. N.A. N.A. N.A,

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this cedificate. Sigi indi final I; preliminary reports are unsigned and should be used for reference only.
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Method 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E 1E]
Analyte Ni Co Mn Fe As u Au Th Sr Cd Sb Bi v Ca P La Cr Mg Ba Tif
Unit Ppm ppm ppm % Ppm ppm Ppm ppm ppm ppm PpPm  ppm ppm % % ppm  ppm % ppm %l
MDL 2 2 5 0.01 5 20 4 2 2 0.4 5 5 2 0.01 0.002 2 2 0.01 1 0.01
Pulp Duplicates
REP G1 Qc N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.AJ
3 Soil N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A]
REP 3 Qc N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.AJ
Reference Materials
STD DS8 Standard
STD OREAS24P Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A]
STD OREAS24P Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A,
STD OREAS45CA Standard
STD OREAS45C Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A
STD OREAS45C Standard N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A, N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A]
STD OREAS45CA Expected
STD DSB8 Expected
STD OREAS24P Expected 141 44 1100 7.53 1.2 0.75 2.85 403 0.15 0.09 158 583 0.136 17.4 196 4.13 285 1.1
STD OREAS45C Expected 333 104 1160 18.33 10.1 24 0.045 10.2 36.4 0.15 0.79 0.21 270 0482 0.051 26.2 962 0.25 270 1.1313
BLK Blank
BLK Blank N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A,
BLK Blank N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A.
Prep Wash
G1 Prep Blank
G1 Prep Blank N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A. N.A,

This report supersedes all previous preliminary and final reports with this file number dated prior to the date on this cerlificate. Signature indicates final approval; preliminary reports are unsigned and should be used for reference only.



